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The Vicso-Time apparatus is now the Automated Mixing Test (AMT) and is being 
correlated with the ISSA TB133 test.  Testing is showing consistence and more tests are 
planned.  The setting and curing test continues to have difficulties.  A different 
manufacturer is being contacted to make modifications to the equipment.  The French 
Wet Track Abrasion Test apparatus is now the Cohesion Abrasion Test (CAT) and is 
working fine.  A testing protocol is being written up. 
Several chapters in the reference manual are written.   
A video conference was held on Sept. 15.  After an update of the progress the States were 
queried for test projects.  The States will be submitting potential projects to Fugro.  It is 
expected to have these ready for pilot tests for next year. 
 
 
Status and Completion Date: 
 
Percentage of Work:  44% 
Schedule:  Behind schedule 
Delays continue to occur due to the malfunctions of the setting and curing test apparatus.  
A new manufacture is being sought to make the necessary modifications.  Extra lab 
technicians will be hired at CEL to accelerate the lab testing once the equipment becomes 
available.  
 
Expected Completion Date:  Nov. 30, 2007 
 
 
 
 


